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ABSTRACT

Infrastructure construction on coastal areas such as ports, bridges and airports
require ground improvements when marine soils contain soft ground which includes
fine grains in general. Fine-grained soils consist of clastic or non-clastic grains. Based
on the mineralogy of soils, compressibility of soils shows different behavior. Clay
mineral soils are plastic and time-dependent deformation due to consolidation during
constructions. Non-plastic soils without clay minerals show low compressibility.
However, biogenic soils such diatom skeletons are more compressible than other non-
plastic fine-grained soils. Although fine-grained soils with clastic minerals and biogenic
minerals are classified as silt, the behavior of clastic soils are less compressibility
compared to biogenic soils which have inner pores. The biogenic soils show time-
dependents compressibility. We conducted one-dimensional consolidation experiments
to investigate compressibility of diatomaceous earth and non-plastic mineral fines such
as silica silt. The coefficient of consolidation, and volumetric compressibility are
estimated, and show that the trends of diatomaceous earth properties are different from
other non-plastic soil properties based on the consolidation tests. We found that particle
breakage plays a crucial rule in compressibility of diatomaceous soils. While the
compressibility of diatomaceous soils is similar to clastic soils at low stress, the
differences in compressional behavior between two soils are distinct at high stress. The
diatomaceous earth shows time-dependent compressibility due to creep or secondary
compression by particle breakage process. Settlement analysis should include impact
of mineralogy of soils and consolidation process.

1. INTRODUCTION
Soft ground with fine-grained soils has high compressibility when loads on the

ground are applied. Fine-grained soils with clay minerals would be problematic. For
stable construction, the soft ground should be improved by controlling the
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compressibility (Han 2015). In case of compressibility control, time-dependent
settlement analyses are essential to calculate settlements and construction costs for
ground improvement. Terzaghi’'s consolidation theory is a fundamental settlement
analysis to 1D consolidation lab tests (ASTM D2435 2011; Taylor 1948). Asaoka
method, hyperbolic method, and Hoshino method are applied to anticipate field
settlements based on in-situ measurements (Asaoka 1978; Sridharan and Rao 1981;
Tan and Chew 1996; Hoshino 1962). Both lab and field settlement assessment help
geotechnical engineers decide total settlement and the time of the consolidation. Many
researches tried to improve the compressibility analyses (Al-Shamrani 2005; Li 2014;
Zhang et al. 2014).

Soft grounds with fines can form naturally or artificially. Fine-grained soils
naturally deposit at low-energy environments such as offshore areas (Nichols 2009).
When fine-grained sediments at coastal area are dredged and filled, the reclaimed
areas with the fines become soft grounds loosing diagenetic effects of soils such as
cementation. The soil structure of artificial ground would be determined by the
sedimentation environment. As the compressibility of soils depends on the soil structure,
the compressional behavior of the reclaimed soil would be different from the original
soil.

Physical properties of soil particles would affect the compressibility of soils. The
large specific surface area of individual fine particles allows it to adsorb pore water onto
particle surfaces resulting in high water content and settlement (Kwon et al. 2019). The
ability of a particle to adsorb water is influenced by its mineralogical composition
(Lambe and Whitman 1969; Santamarina et al. 2001). Predominant minerals of marine
soils are quartz, feldspar, and clay minerals (Brydon and Patry 1961; Hyodo et al. 2017;
Jang et al. 2019; Scarciglia et al. 2006) and the minerals are from clastic and non-
clastic or biogenic process. Clastic particles form based on crystal growth while the
non-clastic or biogenic particles show inner pores and complex shapes.

Diatomaceous earth among biogenic particles are the fossilized frustule or
skeletons of diatoms (Cho et al. 2017; Shiwakoti et al. 2002; Jang et al. 2022). Diatoms
absorb dissolved silica from water and create rigid cell walls that provides both
protection and structural support. When the diatoms die, these cell walls settle and
accumulate as sedimentary deposits. Diatomaceous earth particles are composed of
an amorphous silica structure characterized by an irregular crystalline configuration,
leading to a low specific gravity (Hoang et al. 2022). As the content of diatomaceous
earth increases, the specific gravity of the soil mass correspondingly decreases.
Particle sizes range from 20 ym to 2 mm, and the various particle shapes include
internal porosity that can hold pore fluid (Zuluaga-Astudillo et al. 2022).

The morphology of soils with diatomaceous earth affects the mechanical behavior.
The diatomaceous earth shows high effective friction angle due to the rough surface of
the particle, considerable shear strength along with high liquid limit and non-plastic
behavior (Khraisheh et al. 2005; Shiwakoti et al. 2002). Diatomaceous earth is
classified as elastic silt (MH) based on the unified soil classification system (USCS)
(Perisic et al. 2019; Zuluaga-Astudillo et al. 2022) unlike clastic mineral behavior such
as quartz and clay minerals which show higher liquid limit water content exhibits lower
friction angle and shear stress (Tiwari and Ajmera 2011).

Previous studies have shown that diatomaceous earth frequently exhibits high
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compression index (Cc), primarily caused by the susceptibility of its particles to
breakage. Shiwakoti et al. (2002) observed that the e-log(ov’) curve of reconstituted
diatomaceous earth is concave downward, denoting yield stress around 200 kPa, in
another case 540 kPa (Perisic et al. 2019). The inherent fragility of these particles
stems from their amorphous silica structure, which is notably weaker under pressure
than its crystalline counterparts (Pedone et al. 2008). Hoang et al. (2022) presented
evidence of particle breakage in a sand-diatomaceous earth soil mixture containing 20%
diatomaceous earth particles, indicated by an increase in fines content on the particle
size distribution curve after loading. In contrast, samples with no diatomaceous earth
content show no variation in particle size distribution Further studies involving
diatomaceous earth mixed with other minerals have shown a progressive increase in
the compression index as the proportion of diatomaceous earth rises (Diaz-Rodriguez
and Gonzalez-Rodriguez 2013; Sonyok and Bandini 2019).

This study aims to investigate quantitative analyses for time-dependent
compressional behavior of diatomaceous earth by conducting 1D consolidation test
with low plasticity end-member fine soils such as quartz and feldspar. Compressibility
factors such as permeability, coefficient of volume compressibility, and coefficient of
consolidation, and secondary compression are examined to deduce the specific
compressibility mechanism of diatomaceous earth. This study gives insights into the
compressibility mechanism of diatomaceous earth and explores how this mechanism
influences its compressibility behavior under axial loading.

2. METHODOLOGY

2.1 Material Properties

We used a range of commercially available powder samples with diverse
mineralogical compositions: two silt samples with different median sizes (SP and PC),
the potassium end-member feldspar (orthoclase), the sodium end-member feldspar
(albite), and diatomaceous earth (DE). Scanning electron microscopy (SEM) provides
the morphology of soils (Fig. 1). The SEM images show that the shapes of quartz (SP
and PC) and feldspars (albite and orthoclase) angular and bulky. In contrast, DE
particles are disc-shaped structure with internal pores.

Material characteristics are systematically presented in Table. 1. All samples are
silt, which consistent with the median particle size results obtained from sedimentation
analysis (ASTM D7928 2016). However, diatomaceous earth (DE) is classified as MH,
while the other materials are categorized as silt (ML) according to the USCS (ASTM
2011a). The specific surface area of the bulky particles (SP, PC, albite, and orthoclase)
can be estimated from particle size distributions (Chapuis et al. 2003). Specific surface
area of DE was estimated by the methylene blue spot test (Santamarina et al. 2002;
Jang et al. 2018). DE has a low specific gravity, high liquid limit (wc.L) and low plasticity
due to the amorphous structure with inner pores.

2.2 Experimental Program
One-dimensional consolidation tests based on ASTM D2435 (ASTM, 2011b) were
conducted to characterize the compressional behavior of the materials. First,
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Fig. 1 Scanning electron microscope (SEM) images of materials used in this study: (a)
Finer silica silt (SP), (b) coarser silica silt (PC), (c) Orthoclase, (d) Albite, (e)
Diatomaceous Earth (DE)

Table. 1 Index Properties of Materials

Median Specific
Specific Particle Surface Plastic Liquid Plasticity
No Soil Type  Gravity®, oo @ Area®™@, Limit®, Limit?, Index,  USCS

Gs [ Dso[”m,] SfA wp, [%] wy, [%]  PI%]
[m'/g]
1 g;ttﬁ”_‘%cgous 2.32 1 1579 157.47 168.19 10.72  MH
2 SilicaSilt-SP  2.69 31 0.328¥ 2991 331 3.9 ML
3 SilicaSilt-PC  2.72 42 02019 2922 346 538 ML
4 Orthoclase 2.6 17 04339 2669 341  7.41 ML
5 Albite 2.67 10.5 0.384% 2501 283 3.29 ML

@Water Pycnometer (ASTM D854); ®)Hydrometer (ASTM D7928); (©Methylene blue spot
test (Santamarina et al. 2002); (YSpherical Particle Shape Analysis (Chapuis et al. 2003);
®)Hand rolling (ASTM D4318); MFall cone test (BSI1377 Part 2)

reconstituted samples were prepared by mixing the materials with deionized water at
125% wiL (Burland 1990). After saturating the sample in 12 hours, each sample was
transferred into a consolidation ring which has 2cm in height and 6cm in diameter.
Subsequently, the oedometer was set up and placed on the loading frame. The liquid
reservoir of the oedometer was filled with deionized water. A seating load of 5 kPa for
12 hours was applied. Then, the sample was subjected to series of loading stages.
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Each loading step stays in 24 hour and 2 of the increment ratio (IR) was applied until
the vertical pressure of 1280 kPa reached. This was followed by a series of unloading
stages with 1/4 of IR up to 10 kPa. The deformation is measured by using linear
displacement digital indicator (Mitutoyo 543-260) with precision of 1 ym and were
automatically recorded using GEOTM consolidation software.

3. RESULTS AND DISCUSSION

3.1 Deformation-Stress Characteristics

For low plasticity soils, the initial conditions prior to the loading steps have a
profound effect on their compressibility, which emphasizes the importance of initial soil
preparation and conditioning in experimental setups (Georgiannou et al. 2018). We
normalized the consolidation results with the void index Iy (Burland 1990).

I, = =t (1)

* *
€100 ~€1000

where e*100 represents the intrinsic void ratio at 100 kPa, and e*1000 is the intrinsic void
ratio at 1000 kPa. The term "intrinsic" refers to the soil state when mixed at a water
content between 1.2 and 1.5 times the liquid limit water content. In this state, the
mechanical properties are not dependent on the natural state, and the compression
curve follow a unique line known as the intrinsic compression line (ICL)

I, = 2.45 — 1.285log(o,,") + 0.015(log(a,,"))3 (2)

Fig. 2 presents the normalized compression curves of the soils we tested. The
shapes of the curves are concave downward. The curves deviate from the ICL below
100kPa. DE curve is most different from the ICL at low stress. The deviation of
compression curve from the ICL line are presented as a third-degree polynomial
equation (Wang et al. 2022).

I, =D + Cx + Bx? + Ax3 (3)

where A, B, C, and D represent fitting parameters (Table. 2), and x=log(o' ).

Particle size distribution affects the compressibility of soils. Cc is reversely
proportional to the coefficient of uniformity (Cu) (Minh and Cheng, 2013). When
correlating Cy with the fitting parameters in Eq. (3), Cu is relevant to parameters A and
B, while parameter C and D exhibit an initial state of soils as a function of initial liquidity
index (LI;) at the beginning of the loading as shown in Fig. 3. However, DE stands out
as an outlier in these correlations, likely due to particle breakage occurring under
loading that alters the particle size distribution.

During consolidation tests, vertical stresses are transferred through particles and
that can make damages on the particles. The damages can be quantified as three
categories: level | is abrasion or grinding of the particle surface, level Il the breaking of
corners or edges, and level Ill complete particle crushing or shattering (Mesri and
Vardhanabhuti 2009). Particle breakage of soil can be inferred by observing the trend
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Fig. 2 Normalized compression curve

Table. 2 Coefficients of Normalized Compression Curve For Each Sample

No Soil Type A B C D

1 Diatomaceous Earth - DE -0.1971 0.7792 -1.1780 0.8184
2 Silica Silt - SP -0.0597 0.0753 -0.2563 0.6786
3 Silica Silt - PC -0.0042 -0.0979 -0.4497 1.3161
4  Orthoclase -0.0668 0.1538 -0.5084 0.9221
5 Albite -0.0599 0.2531 -1.1539 1.7774
I, =D + Cx + Bx? + Ax3

of tangent constraint modulus (M) at each vertical stress.

M =5 (4)

- )}
Agy

where Ao, and Aegy are the changes in effective vertical stress and vertical strain
respectively. An increase in M typically indicates a more pronounced locking effect
whereas a decrease in M suggests dominant unlocking effects, such as particle
breakage. Fig. 4 illustrates the trend of M during the loading stage, where M values for
all materials generally increase. DE maintains a constant M value at 160 kPa, indicating
significant unlocking mechanism from level Il particle damage, that balanced out by
improved packing. This observation implies that the compressibility behavior of DE
varies under loads below and above 160 kPa.

Compressibility commonly is quantified by compression index (C¢) and swelling
index (Cs). On reconstituted sample, these indices are calculated from Eq. (5) and are
presented in Table. 3.
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We calculated C. of DE in two slopes of the curve below 160 kPa and above 160 kPa,
and Cs of DE is calculated from Eq. (5). Table. 3 indicates that higher C, corresponds to
lower C¢. Within the same mineralogy, the effect of Ll is more relevant to Cc. The soils
with higher LI; have higher C.. Comparing to other soils, C./Cs ratio of DE is significantly
high, indicating substantial plastic deformation.
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Table. 3 Compressibility Indices and Parameters Affecting Compression index

L_Init_ia_l Coefficient of Compression Swelling
No  Soil Type lquidity * yniformity, C,  Index,  Index, C/C
yp Index, Ll u s
[ ] [ ] Cel 1 Gl 1
Diatomaceous 0.1586); (b)
1 ot DE 2.267 2.705 {0721 0-1006 10.656
2 Silica Silt-SP 0.354 4.539 0.0795 0.0231 3.602
3 Silica Silt-PC 1.106 4.35 0.1169 0.0204 5.730
4  Orthoclase 0.770 5.956 0.0626 0.0189 2.524
5 Albite 1.129 5.816 0.0787 0.0183 2.807
(@Slope of compression curve below 160 kPa. ®)Slope of compression curve above
160 kPa

DE compressibility below 160 kPa is similar with other soils. C. was predicted
by LI; and C, of SP, PC, albite, and orthoclase (Table. 4)

C. = 22+ 0.0067LI; (6)

u

Extrapolating Eq. (6) is aligned with the values from DE (Fig. 5). This suggests that the
compressibility behavior of DE, prior to particle crushing, is similar to that of other low
plasticity soils. Conversely, the particle crushing significantly alters DE properties,
resulting in C¢ of DE at high stress that does not align with the extrapolation. Changes
in particle size distribution due to significant particle crushing might alter the physical
properties of DE. Liquidity index of DE would increase right after significant particle
crushing and high compressibility occurs. This alteration can cause misunderstanding
of the assessment of geotechnical engineering designs if the design is based on clastic

soils.
Table. 4 Results of Regression Analysis
Selected
2
¢t c2 R Predictors
- 0.0584 0.7089 Ll
0.435 - 0.9814 1/Cu
0.400 0.0067 0.9846 Lli, 1/Cu
Note: C, = c1 X Ci+ c2 X LI;
3.2 Evolution of k, my, and cv

DE has high void ratio and compressibility compared to the other material (Fig.
6(a)). Void ratio changes with increasing load affects the soil permeability due to the
decrease of void channel area and length. Fig. 6(b) shows the evolution of hydraulic
conductivity (k) as the vertical stress increases. The permeability of non-cohesive soils
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Fig. 6 Variation of (a) void ratio, (b) hydraulic conductivity, (c) coefficient of volume
compressibility, and (d) coefficient of consolidation with effective vertical stress

can be estimated using the empirical equation for various soil types (Chapuis et al.
2003):

log(k) = A+ log (L) (7)

Gs2 SSA% (1+e)

where A=5. Eq. 6 was employed to estimate the hydraulic conductivity of the soils
during consolidation tests. The soils with larger particles exhibit higher hydraulic
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conductivity, except for DE. Despite its relatively small particle size, DE demonstrates
high hydraulic conductivity due to its particle shape, which includes a large volume of
internal porosity and a rough surface. Consequently, the presence of diatomaceous
earth in soil influences the overall soil hydraulic conductivity (Shiwakoti 2002). The
decrease in hydraulic conductivity for DE is more pronounced compared to other
samples under higher stresses. Abrupt change in hydraulic conductivity variation is
observed in DE, in contrast to other samples which show a linear decrease on a
logarithmic scale. Pore fluid primarily flows through interparticle void channels which
has less surface area and therefore less resistance to fluid flow (Johnson et al. 2003).
When extensive particle breakage occurs, inner voids are exposed, allowing fluid to
flow through more smaller channels and over a larger surface area, resulting in a
significant decrease in hydraulic conductivity. Fig. 6(c) indicates that particle breakage
occurred in DE by comparing variations in the coefficient of volume permeability (my):

. (8)

m, =
v (1+e) Ad},

At the same stresses, DE shows moderate m, at lower stresses but exhibits the highest
my at higher stresses among the samples. This suggests an additional compressibility
mechanism that the compressibility of DE with the particle breakage increases due to
the unlocking mechanism.

Fig. 6(d) shows the evolution of coefficient of consolidation (cv) with vertical
effective stresses. The coefficient of consolidation can be derived from the hydraulic
conductivity, the coefficient of volume compressibility, and the unit weight of pore fluid
(Yw), as shown in Eq. (9):

k

Cy = (9)

my Yw

While k and my generally decrease as o\' increases, leading to an expected constant
variation in cy, several studies have demonstrated that c, can either increase or
decrease with increasing oy’ (Bohnhoff and Shackelford 2014; Robinson and Allam
1998). Robinson and Allam (1998) suggested the variation in ¢, with effective vertical
stress correlates with underlying compressibility mechanisms. The non-plastic clastic
soils show that mechanical effects primarily govern their compressional behavior. This
is consistent with the observed general increasing trend in c,. However, the c, of DE
behaves differently, showing an increasing trend at lower stresses and a decreasing
trend at higher stresses. In case of DE, the significant change of k occurred due to
particle breakage leading to substantial exposure of inner void that create narrower
channels for fluid flow, and cause significant rearrangement, leading to less change of
compressibility between loadings.

3.3 Secondary Compression

The secondary compression can critically impact the long-term serviceability of
structures (Ng et al. 2013; Sobhan et al. 2012; Stark et al. 2005). The secondary
compression index (Cq) for the secondary compression settlement can be obtained by
Eq. (10) at the straight-line portion of e-log(t) curve.
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Ae (10)

a = Alogt

Fig. 7 highlights the long-term compressibility of DE compared to the other soils.
While the other soils show similar values, DE has comparably higher Cq. Sonyok and
Bandini (2019) reported that Cq increases with increasing diatomaceous earth content,
showing the diatomaceous earth influence on secondary compression of soil. The
secondary compression of DE is influenced by the particle breakage and particle
rearrangement. When the load is adequate to initiate particle breakage, the minimum
void ratio is reduced, or the relative density is increased (Chang and Deng 2020; Xiao
et al. 2017), facilitating significant particle rearrangement and thus enhancing
secondary compression. Fig. 8 illustrates the comparison of time-dependent
compressional behavior between soils. The y-axis in Fig. 8 is the normalized void ratio
using min-max scaling method which range from 0 to 1. This range indicates the state
of the void ratio at the beginning of a loading stage is unity and that at the end of the
stage is zero. The graph shows the impact of particle breakage on the long-term axial
deformation of DE particles. Below 160 kPa, the curve remains within the boundary
defined by clastic soils. Above 160 kPa, the DE curvature increases and moves upward,
extending beyond the typical range of other clastic soils. The phenomenon is attributed
to both particle breakage and particle rearrangement mechanisms.
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Fig. 7 Variation of Cs with vertical stress

The ratio of Co/C: can be used to analyze secondary compression (Mesri and
Godlewski 1977). The parameter is independent of load, time, or void ratio and the
value is unique to different type of soil. The parameter is determined by finding the
coefficient of the best fit line from Cq-C. plot (Mesri and Castro 1987). Fig. 9 shows the
Cd/C. of each soil and the values of the clastic soils fall within 0.015 ~ 0.03 like crushed
sand (Mesri and Vardhanabhuti 2009). DE has higher Co/Cc value of 0.0504 due to
particle crushing. Comparable studies on soils with diatomaceous earth also show that
Cd/Cc ranges from 0.04 to 0.075 (Mendoza et al. 2022; Perisic et al. 2019; Sonyok and
Bandini 2019).
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4. CONCLUSION

In this study, the compressional behavior of diatomaceous earth was analyzed
and compared to other soils that have similar properties (low plasticity fines) by
conducting conventional one-dimensional consolidation experiments. Particle breakage
occurs as the primary mechanism differentiating diatomaceous earth from other
materials. diatomaceous earth exhibits a significant deviation from the intrinsic
compression line (ICL) on the normalized compression curve, a divergence that is also
evident in the trends of the fitting parameters—coefficient of uniformity (Cy) and initial
liquidity index (LI;). These deviations result from notable particle breakage occurring at
axial stresses of 160 kPa and above. Below this stress level, particle breakage is
minimal, and the compressional behavior of diatomaceous earth aligns with that of
other low plasticity clastic fines. The experimental results offer insights into the
compressional behavior of low plasticity soils without particle breakage. Low-plasticity
soil has low capability to adsorb water and shows compressibility mechanisms are
governed by mechanical effects, and the increases in the coefficient of consolidation (cv)
when vertical stress goes up. In contrast, DE shows a much gentler slope and even a
downward trend at higher vertical stresses, reflecting significant changes in hydraulic
conductivity (k) between stresses due to an increased surface area of the fluid flow
channels and minimal variation in the coefficient of volume compressibility (my) due to
particle breakage, which amplifies settlement. Regarding secondary compression,
diatomaceous earth demonstrates markedly higher secondary compression index (Cq)
and C/C; ratio compared to the other soils.
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